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Applicant : Dongguan Songshan Trading Company Limited 

Address : Room 1104, Building B1, Tian'an Cyber Park, Nancheng, Dongguan City, Guangdong 

Province, China. Zip Code: 523080 

Report on the submitted sample(s) said to be: 

Sample(s) Name : Rings 

Ages : Adult 

Country of Origin : China 

Sample(s) received date : Sep 21, 2026 

Testing period : From Sep 21, 2026 to Sep 30, 2026 

 

Test Requested 

As requested by the applicant, refer to attached page(s) for details. 

 

 Test Standard Conclusion 

1 California “Proposition 65”-Lead content. Pass 

2 California “Proposition 65”-Cadmium content. Pass 

******************************************************************************************** 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Approved by:  

 Ben Miao 

 Technical Manager 
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Photograph(s) of Sample 

 

GST authenticate the photo on original report only 

 

Specimen Description: 

No. Test part(s) name 

1 Golden metal 
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Results: 

(1) Total lead content-California “Proposition 65” 

Total Lead (Pb) Content in Non-Surface Coating Materials (Substrate) 

Test Method: CPSC-CH-E1001-08.3 

Test Instrument: Atomic Absorption Spectrophotometer (AAS) 

Test item(s) Unit MDL Limit 
Result(s) 

1 

Lead(Pb) mg/kg 10 100 N.D. 

 

(2) Total Cadmium content - California “Proposition 65” 

Test Method: EPA 3050B: 1996 

Test Instrument: Atomic Absorption Spectrophotometer (AAS)  

Test item(s)  Unit MDL Limit 
Result(s) 

1 

Cadmium(Cd) mg/kg 5 300 N.D. 

 

Note: 

- mg/kg=milligram per kilogram 

- N.D. =Not Detected (<MDL) 

- MDL=Method Detection Limit 
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Appendix 

 

1. Test flowchart for Pb/Cd content： 

 

 

 

 

 

 

 

 

 

 

 

*** End of Report *** 
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